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Client Name: JIEJIE SEMICONDUCTOR CO.,LTD

Client Address: NO.6,JINGGANGSHAN ROAD,SU TONG SCIENCE AND TECHNOLOGY INDUSTRIAL
PARK,NANTONG CITY,JIANGSU PROVINCE,China

Sample Name: TG-C
Model No.: TG-C
The above sample(s) and information were provided by the client.

SGS Job No.: TIC1020240115103547T6B1
Sample Receiving Date: Jan 16, 2024
Testing Period: Jan 16, 2024 ~ Jan 22, 2024
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
Test Requirement Conclusion

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate Pass
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive

2011/65/EU- Lead, Mercury, Cadmium and Hexavalent chromium Pass
Red Phosphorus See Results
Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Pass
Substances Control Act (TSCA) Section 6(h)

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 Al SHA24-0009357-0001.C001 Black plastic
SN2 A2 SHA24-0009357-0001.C002 White solid
SN3 A3 SHA24-0009357-0001.C003 Black solid
SN4 A4 SHA24-0009357-0001.C004 Silvery metal
SN5 A5 SHA24-0009357-0001.C005 Silvery metal
Remarks:

(1) 1 mg/kg =1 ppm =0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “*= Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers
(PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP)
and Diisobutyl phthalate (DIBP)

Test Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-

Vis and GC-MS.
Test Item(s) Limit Unit(s) MDL Al A2 A3
Lead (Pb) 1000 mg/kg 2 9 6 ND
Mercury (Hg) 1000 mg/kg 2 ND ND ND
Cadmium (Cd) 100 mg/kg 2 ND ND ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND ND ND
Polybrominated biphenyls (PBB) 1000 mg/kg - ND ND ND
Monobrominated biphenyl
(MonoBB) - mg/kg 5 ND ND ND
Dibrominated biphenyl (DiBB) - mg/kg 5 ND ND ND
Tribrominated biphenyl (TriBB) - mg/kg 5 ND ND ND
Tetrabrominated biphenyl
(TetraBB) - mg/kg 5 ND ND ND
Pentabrominated biphenyl
(PentaBB) - mg/kg 5 ND ND ND
Hexabrominated biphenyl
(HexaBB) - mg/kg 5 ND ND ND
Heptabrominated biphenyl _
(HeptaBB) mg/kg 5 ND ND ND
Octabrominated biphenyl
(OctaBB) - mg/kg 5 ND ND ND
Nonabrominated biphenyl
(NonaBB) - mg/kg 5 ND ND ND
Decabrominated biphenyl
(DecaBB) - mg/kg 5 ND ND ND
Polybrominated diphenyl ethers i
(PBDE) 1000 mg/kg ND ND ND
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Test Item(s) : Limit Unit(s) MDL Al A2 A3
I(\:Ao;r?;)é%nél)nated diphenyl ether ) markg 5 ND ND ND
(DDili)é(I)DrEi)nated diphenyl ether ) markg 5 ND ND ND
;I'_I[irli)Br%rEi)nated diphenyl ether ) markg 5 ND ND ND
;I'_I_eé;?;é%néi)nated diphenyl ether ) mglkg 5 ND ND ND
(P;grt]?all)é%néi)nated diphenyl ether ) malkg 5 ND ND ND
?He;;;é%néi)nated diphenyl ether ) mglkg 5 ND ND ND
?Heg);?;é%néi)nated diphenyl ether ) mglkg 5 ND ND ND
%é?;é%néi)nated diphenyl ether ) mg/kg 5 ND ND ND
(NNogr?;é%né;nated diphenyl ether ) mglkg 5 ND ND ND
E)Deec?:é%néi)nated diphenyl ether ) mglkg 5 ND ND ND
(B[i)séﬁ"s)thy'hexy') phthalate 1000 | mglkg 50 ND ND ND
Butyl benzyl phthalate (BBP) 1000 mg/kg 50 ND ND ND
Dibutyl phthalate (DBP) 1000 mg/kg 50 ND ND ND
Diisobutyl phthalate (DIBP) 1000 mg/kg 50 ND ND ND
Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,
from 22 July 2021.

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU- Lead, Mercury,
Cadmium and Hexavalent chromium

Test Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013 and IEC 62321-7-
1:2015, analysis was performed by ICP-OES/AAS and UV-Vis.

Test Item(s) Limit Unit(s) MDL A4 A5

Lead (Pb) 1000 mg/kg 2 32 ND

Mercury (Hg) 1000 mg/kg 2 ND ND

Cadmium (Cd) 100 mag/kg 2 ND ND

Hexavalent Chromium (Cr(VI)) Y - pg/cm?2 0.10 ND ND
Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.
(2) IEC 62321 series is equivalent to EN 62321 series.
(3) Y= a. The sample is positive for Cr(VI) if the Cr(VI)concentration is greater than 0.13 ug/cm?. The sample
coating is considered to contain Cr(VI).
b. The sample is negative for Cr(VI) if Cr(VI) is ND (concentration less than 0.10 pug/cm?). The coating is
considered a non-Cr(VI) based coating.
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c. The result between 0.10 ug/cm? and 0.13 ug/cm? is considered to be inconclusive-unavoidable
coating variations may influence the determination.

Information on storage conditions and production date of the tested sample is unavailable and thus Cr(VI) results
represent status of the sample at the time of testing.

Red Phosphorus

Test Method: With reference to SGS In house method, analysis was performed by ICP-OES and
Pyrolysis-GC-MS.

Test ltem(s) CAS No. Unit(s) MDL Al
Red Phosphorus 7723-14-0 mg/kg 500 ND
Notes:

(1) The testing result is based on the worst-case scenario, and confirmed by Pyrolysis-GC-MS.

Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Substances Control
Act (TSCA) Section 6(h)

Test Method: With reference to US EPA 3550C:2007, analysis was performed by GC-MS.

Test Item(s) CAS No. Limit Unit(s) MDL Al A2 A3

Decabromodiphe Prohibit

nyl ether 1163-19-5 ed mg/kg 5 ND ND ND

(DecaBDE)A

Phenol,

isopropylated 1 Prohibit

phosphate (3:1) 68937-41-7 ed mg/kg 5 ND ND ND

(PIP 3:1)#*

2,4,6-Tris(tert-

butyl)phenol 732-26-3 3000 mg/kg 5 ND ND ND

(2,4,6-TTBP)#’

Hexachlorobutadi Prohibit

ene (HCBD) 87-68-3 ed mg/kg 5 ND ND ND

Pentachlorothioph

enol (PCTP) 133-49-3 10000 mg/kg 5 ND ND ND

Conclusion Pass Pass Pass
Notes:

(1) The regulation is available at the following link.
https://www.epa.gov/assessing-and-managing-chemicals-under-tsca/persistent-bioaccumulative-and-toxic-
pbt-chemicals-under

(2) 21: The submitted sample is exempted if it is plastic for recycling from products or articles containing
Deca-BDE.

(3) 22: The submitted sample is exempted from the regulated scope if it is anyone of the following:

- Hydraulic fluids for aviation or military industry;

- Lubricants and grease;

- New and replacement parts for motor and aerospace vehicles;

- Intermediate in a closed system to produce cyanoacrylate adhesive;

- Specialized engine air filters for locomotive and marine applications;

- Plastic for recycling from products or articles containing PIP (3:1);
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- Finished products or articles made of plastic recycled from products or articles containing PIP (3:1).
(4) 23: The submitted sample is out of the regulated scope if it is not oil or lubricant.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

\4
Sample Measurement

A 4

Acid digestion with
microwave/ hotplate

v

Filtration
I
Solution Residue
1) Alkali Fusion / Dry
Ashing

2) Acid to dissolve

A4

ICP-OES/AAS
DATA

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accesslble at http://www.s s comlenITerms and-Conditions.aspx and, for electronic format documents,
subject !o Terms and Conditions for El _g www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the IImI!a!Icn of llablll!y |ndemnlﬁca(|on an jurlsdic!lon ssues defined therein. Any holder of this document is
advised that information d her the P at the time of its intervention only and within the limits of
Client's instructions, if any. The C y's sole responsibili |s to its Client and this document does not exonerate parties to a
transaction from axerclsing all their nghts and obllgatlons under the tr This cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized ? falsifi of the

appearance of this d nt is | and d may be pr ted to the fullest extent of the Iaw. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

011 | 3*Building No 889 Yishan Road Xuhui Distict Shanghai China 200233~ tEQE (86-21) 61402553 fEQE (86-21)64953679  www.sgsgroup.com.cn
HE - b - HTREILAE89S3S 4  #BM: 200233 tHL(86-21)61402504 fHL(86-21)61156899 € sgs.china@sgs.com
I

Member of the SGS Group (SGS SA)



Test Report No.: SHAEC24000935703 Date: Jan 22, 2024 Page 7 of 14

ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v
v v

Nonmetallic Metallic
material material
ABS/PC/PVC Others v
Boiling water
v - + extraction
Dissolving by Digesting at 7
ultrasonication 150~160°C
¥ ¥ Adding 1,5-
- - - diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase 3
| I
v UV-Vis
pH adjustment v
v DATA
Adding 1,5-

diphenylcarbazide for
color development

v
UV-Vis
v

DATA
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ATTACHMENTS

PBBs/PBDEs Testing Flow Chart

Sample cutting/preparation

A\ 4

Sample measurement

\ 4
Solvent extraction

\4

Concentration/ Dilution of
extraction solution

\ 4

Filtration

GC-MS

DATA
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

\ 4
Sample measurement

\ 4
Solvent extraction

;

Concentration/Dilution

A\ 4
Filtration

GC-MS

DATA
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ATTACHMENTS

Red Phosphorus Testing Flow Chart

Sample cutting/preparation

A\ 4
Sample measurement

A\ 4
ICP-OES/Pyrolysis-GC/MS

A 4
DATA
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