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JIEJIE Semiconductor Co.,Ltd. .

No.6,Jinggangshan Road,Su Tong Industrial Park,Nantong City,Jiangsu Province

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : SOP-8 .

SGS Job No. : SP21-020685 - SH .

Client Ref. Information : . TO-3P、TO-92、TO-92CR、TO-92UR、TO-92-2L、TO-220A、TO-220B、TO-

220AB、TO-220C、TO-220C-2L、TO-251、TO-252、TO-220F、TO-220FP、

TO-220FP-2L、TO-220HF、SOT-223、TO-247、TO-247J-2L、TO-247S、TO-

247J、ITO-247、TO-247-2L、TO-262、TO-252-4R、TO-263、DO-218AB、S

MTO-218Tab、DO-15、DO-27、.

DO-41、SOD-123FL、SOD-123FLT、SOD-123、SMA、SMAF、SMA-W、SM

B、SMC、SMBF、R6、ABS、DBS、GBJ、GBU、KBP、MBF、MBS、SGBJ

、SMD-4032、SMD-3225、SMT-4、SMTF、SMT、SMTJ、SMC-3、DFN0603-

2L、DFN1006、DFN1006-2L、DFN1006-3L、SOD-923、SOD-723、SOD-523

、SOD-323、SOD-323F、SOT-143、SOT-23、SOT23-3L、.

SOT23-5L、SOT23-6L、SOT-563、SOT-323、SOT-523、SOT-353、SOT-363

、DFN2510-10L、DFN3810-9L、DFN2010-5L、DFN2010-8L、DFN1610-2L、

DFN2020-2L、DFN2020-3L、DFN2626-10L、DFN4120-10L、DFN5515-18L、

DFN3020-10L、DFN1610-6L、.

DFN3333-2L、DFN2*2-6L、FBP-02C-A、PDFN3.3X3.3-8L、PDFN5X6-8L.

Date of Sample Received : . 05 Jul 2021.

Testing Period : . 05 Jul 2021 - 09 Jul 2021 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Carol Luo.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..



Test Report. No. SHAEC2113847801  Date: 09 Jul 2021 . Page 2 of 5.

Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA21-138478.001 Black body with silvery metal .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Polycyclic aromatic hydrocarbons (PAHs).

Test Method : . With reference to AfPS GS 2019:01 PAK, analysis was performed by GC-MS. .

Test Item(s). Unit. MDL. 001.

mg/kg. 0.1. ND.Benzo(a)pyrene(BaP) .

mg/kg. 0.1. ND.Benzo(e)pyrene(BeP) .

mg/kg. 0.1. ND.Benzo(a)anthracene(BaA) .

mg/kg. 0.1. ND.Benzo(b)fluoranthene(BbF) .

mg/kg. 0.1. ND.Benzo(j)fluoranthene(BjF) .

mg/kg. 0.1. ND.Benzo(k)fluoranthene(BkF) .

mg/kg. 0.1. ND.Chrysene(CHR) .

mg/kg. 0.1. ND.Dibenzo(a,h)anthracene(DBA) .

mg/kg. 0.1. ND.Benzo(g,h,i)perylene(BPE) .

mg/kg. 0.1. ND.Indeno(1,2,3-c,d)pyrene(IPY) .

mg/kg. 0.1. ND.Phenanthrene(PHE) .

mg/kg. 0.1. ND.Pyrene(PYR).

mg/kg. 0.1. ND.Anthracene(ANT) .

mg/kg. 0.1. ND.Fluoranthene(FLT) .

mg/kg. - ND.Sum of Phenanthrene(PHE), Pyrene(PYR), Anthracene(ANT), 

Fluoranthene(FLT) .

mg/kg. 0.1. ND.Naphthalene(NAP) .

mg/kg. - ND.Sum of 15 PAHs .
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ATTACHMENTS 

 

PAHs Testing Flow Chart 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 
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Sample photo: .

SHAEC2113847801

SHA21-138478.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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